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Difference in the reaction process of slag activated by waterglass solution and NaOH solution.
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Hydrate. Materials, 2019, 12, 1268. :
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Study on Mechanical Properties of High Aluminum Zinc-Based Alloys with Different Al Contents

Ranging from 30 wt% to 50 wt%. Advanced Materials Research, 2013, 712-715, 30-33.




